
                                                       
                                                       
  
  
  

                                                          RESULT OF ANALYSIS  

  
 
  

Ref. No. AI/294/B/2017                                                                                Date:3/5/2017 

1. Name of the Party      :     M/s S.K. Minerals 

2. Detail of Sample          :        Calcite Powder  (Mark-SF02) 

3. Sample Received on     :             2/5/2017      

                                           Sample Collected by Party 

1.SiO2                              --- 1.93 % 

2.CaO --- 52.64 % 

3.MgO --- 1.70 % 

4.Fe2O3 --- 0.08 % 

5.Al2O3 ---   0.10 % 

6.LOI --- 43.20 % 

Brightness --- 98.40 % 

Whiteness --- 99.30 % 

CaCO3 --- 94.00 % 

MgCO3 --- 3.57 % 


